AL 6168-9 1221

NOTICE OF SHIPMENT/ CERTIFICATE OF TEST
PACKING LIST
mvon.of Rolled Products
CUST ORD NO & DATE CusT. CODE . FINISHING LOCATION SHIPPER NO PRODUCT CODE MiLL ORDER NUMBER DATE SHIPPED
0238680~CIN }07/14/725 773553 | VANDERGRIFT, PA 1545115 omowowomacoo 30-~-075-122 108/19/25
FORMS DISTRIBUTION REPEAT 00 | PR GOV'T CONTRACY SHIPPING LOCATION INVOICE
mﬂo_ _%i %ﬂ+ _ MG BILL ORDER :| oriTy _ e
0~ [ Sd -+ L823369 186790170 1141 IVANDERGRIFT ~v> 656372
SCLD TO PRIME SEC. SHIP TO
ROLLED ALLOYS INC D50 NSO ROLLED ALLOYS INC wﬁwq ] mm&m&&
PC BOX 310 10 4085 THUNDERBIRD LANE EE
TEMFERANCE MI 48182 FAIRFIELD OH 45014 B N
TRALER = @739683US
GRADE AND SPECIFICATIONS CARRIER ~ COORDINATORS, IN

"ATI 321" STAINLESS STEEL SHEET C R COILS ANNEALED 2D FIN 3 EDGE (AMS 5510T) ﬁ>m0ﬁlow REV 15) (ASTM-A-262-15
PRA E/SCREEN PRA A) (AMCI-1 REV A) (NACE MRO175/IS0 15156-3:2020) (UNS S$3210C) (DIN EN 10204:2005% 3.1
CERTIFICATE) Ausimmd 1, $§-1000 DATED 7-12-24) (S- mvﬂﬂ ur 5-400 DATED 2-18-21) (ROLLS-ROYCZ SABRE 4) (NACE

MRO103/I50 1794%:2015) (ASME-35A-24C ED 2023) (ASTM-A- -25A)
ITEM PCS DIMENSIONS W/G/L HEAT # COIL # TEST # GROSS TARE NET THEC TAG #/ CD SKID ¢#
001 1 48./7.032/1960. 867304 AAET712389-AC 8911610 10400 50 10350 10350 534447
1 48./.032/1820. 867304 AAET1389-AD 8911610 9820 50 9770 9770 834448
C CUST IDENTITY 0002123
2 SKIDS 20220 100 20120 20120

DI5ZT: DO NOT SEND PAPER CPY OF ACK - WILL BE SENT ELECTRONICALLY DO NOT SEND S/N - CUSTOMER
RECEIVES THROUGH EXTRANET

TYPE HEAT/TEST (WT %) -~C--- --MN-- --P--- --S--- --§I-- ~=CR-- -=NI-- --MO-- --CU-- --TI-- --N---
HEAT 867304 .01 1.5%2 .028 L0001 .80 17.18  9.1% .48 .42 .15 .01

TEST LOCATION BN BN BN BN BN EN BN BN EN BN BN

YIELD TENSILE % ELONG S CORRCSION ASTM GRAIN

ITEM TEST NO PSI ~ PSI IN 2" % R/A HARDNESS ( MEASURED ) BEND A 262 PR ESIZE

001 8911610 NR 73 .HRBW (62.HR30TW ) T PASS PASS 11.

T 37700. 86100. 66. # 75.HRBW (63.HR30TW )
TEST LOCATION TC TC TC TC TC TC TC TC

* ¥Y.S5. BY 0.2% OFFSET METHOD

PAGE 01 - CONTINUED ON PAGE (2 08/19/25% 11:25:05
CONSIGNEE Ploase Note- This consignment was tumed over lo WARNING The above is a true copy of data on fils. The material and lest 30:.8 nea.e:: to _7- sales contract
caarner in first class condiion, being correctly faadod, al winch beng § Data msoo.n for this product are available on our and apecification(s) as set forth in AT Specl Rolled Prad
our responsdisly for loss of damage o shipiment ceased. For your com. A review of the
v.c.un_&: freuse examne shipment as i amves. I any shorlags u-‘a‘ ﬁ.’. for the grade 1 matorial hased shall
or danage s discovered. have a ful descrpton made by g prior to lﬂ: this Pt and !.uu.-o.«
anaportition agent on waybil before sigring ' :3.5 must an. zﬂo.! Defartan -
» Quatity, Corpx




AL 61689 1221
NOTICE OF SHIPMENT/ ATE OF TEST
PACKING LIST % CERTIFIC
mvon,»_s‘ Rolled Products

CUST ORD. NO & DATE CUST. COOE FINISHING LOCATION SHIPPER RO PRODUCT CODE MiLL ORDER NUMBER DATE SHIPPED —
0238680-CIN 107/14/25 773553 | VANDERGRIFT, PA 1545115 [13020103060000130-075-122 [08/19/25
i FORMS DISTRIBUTION 3 mw m H mL ~& MMNM’N* »)«m O«NMW( GOVT CONTRACT MATL SHIPPING L OCATION INVOICE.
e B A e B 1823369 19679-0 |70 1141 [VANDERGRTFT |pa 1656372
SOLD TO PRIME SEC. SHIP TO

ROLLED ALLOYS INC DSO  DSO ROLLED ALLOY3 INC

PO BOX 310 10 4085 THUNDERBIRD LANE

TEMPERANCE MI 48182 FAIRFIELD OH 45014

GRADE CARRIER - COORDINATORS, INC.

"ATI 321" STAINLES3 STEEL SHEET C R COILS ANNEALED 2D FIN 3 EDGE

ITEM TEST NO CARBIDES
001 8911610 NONE
TEST LOCATION TC

# ELONG AT FRACTURE

NR = DATA NOT REQUIRED
METALLOGRAPHIC MAGNTIFICATION: 100X ETCHANT USED: OXALIC ACID
GRADE VERIFICATICN WAS CARRIED QUT SPECTROSCOPICALLY
ATI SPECIALTY ROLLED PRODUCTS DOES NOT USE MERCURY IN THE TESTING OR PRODUCTION OF ITS PRODUCTS.

MATERIAL WAS MELTED, POURED, AND MANFACTURED IN THE USA.

THE FOLLOWING TEST METHODS ARE USED BY THE LISTED LAB: ASTM E8 FOR ALL SPECIMENS FOR YIELD, TENSILE, AND
“LONGATION EXCEPT IS0 6892-1 FOR 80CMM SPECIMENS; ASTM E290 FOR BEND (FOR NEW BEDFORD LABORATORY - TYPE 2
FREE BEND IS USED), ASTM El112 FOR GRAIN SIZE; ASTM E10, E18, E%2, & E384 FOR HARDNESS; ASME B46.1 SECTION3
FOR SURFACE ROUGHNESS; AMS 2750 FOR LABORATORY HEAT TREATMENT; ASTM E139 FOR STRESS RUPTURE; ASTM E29 FOR
ROUNDING; ASTM E3 AND E407 FOR METALLOGRAPHIC PREPARATION AND ETCHING.

PAGE 02 - CONTINUED ON PAGE 03 08/19/25 11:25:05

COMSIGNEE Prase Note--This corsignment was tumed over fo WARNING Tha above 1s a irse copy of data on file. i!iizgag-gss.g!'gi
and specification(s) ss set forth in AT Sp y Rolled Products’ Order

carner in Rrst class concibon, bang comectly loaded. st which bime foty Data Bheots for product available
our tesponsibilty for toss or damage in shipmant ceased. For your W-‘cc”.\.? i-!& .)-ﬂ!.oﬂ_ﬂzmg:. A 50.«3203 %ﬁeﬂ.ﬂ
please as il arnves. i w.._v. shoflage Data Shoot grade of material purc shat
or damage s discovered. have a full descipton made by w.o?.« !_os.uw.v! ta._.v this ﬂﬂ-&-ﬂ_ safety
ot et o Noreen Detertarn -

ran en onwaynd ° ) & h be S Manager Qualdy, Pivoa!. Cruakty Assurance




AL 6168-9 1221
NOTICE OF SHIPMENT!/ E OF TEST
NOTICE OF SH % ATl CERTIFICAT s
Specialty Rolled Products

CUST ORD.NO & DATE CUST GODE FINISHING LOGATION SHIPPER NO PRODUCT CODE MILL ORDER NUMBER DATE SHIPPED _
0238680-CIN l07/14/25 773553 | VANDERGRIFT, PA 15451:.5 13020103060000 130-075-122 108/19/25
FORMS DISTRIBUTION LT REPEAT | DO | PRI GOV'T CONTRACT MATL SHIPPING LOCATION INVOICE
soLo * swip _,mum _ MG BILL ORDER |RATE| ORITY . - _ S _
[ehald 10+ —+ 1823369 19679-0 170 1141 [VANDERGRIFT PA | 656372
S0LD TO PRIME SEC. SHIP TO
ROLLED ALLQYS INC pSO DSO ROLLED ALLOYS INC
PO BOX 310 10 4085 THUNDERBIRD LANE
TEMPERANCE MI 48182 FAIRFIELD OH 45014
GRADE CARRIER - CQORDINATORS, INC.

"ATI 321" STAINLESS STEEL SHEET C R COILS ANNEALED 2D FIN 3 EDGE

ATI FLAT ROLLED PRODUCTS PERFORMS CHEMICAL ANALYSIS PBY THE FOLLOWING TECHNIQUES FOR TESTING LOCATIONS TC,
BN, & LC: C & 3 BY COMBUSTION/INFRARED ABSORPTION FER ASTM E1019; N & O BY INERT FUSION/THERMAL CONDUCT
IVITY PER ASTM E1019; MN, P, SI, CR, NI, MO, CU, CB(NEB), CO, V, W BY WDXRF PER ASTM ES572; PB, BIl, AG, SE,
SEOBY GFAA PER ASTM E1184; AL AND TI (>=0.10%) BY WDXRF PER ASTM E572 OTHERWISE BY OES PER ASTM E1086;
TA, ZN, MG, CDh, CK, CA, ZR, LA BY ICP PER ASTM E1474.

THESE COMMODITIES OR TECHNOLOGY, WHEN EXPORTED FROM THE UNITED STATES, ARE IN ACCORDANCE WITH THE USA
EXPORT ADMINISTRATION REGULATICNS. DIVERSION CONTRARY TO U.S. LAW IS PROHIBITED. U.S. LAW ALSO PROHIBITS
DISPOSITION OF THESE COMMODITIES/TECHNICAL DATA TO ANY END-USER OR FOR ANY END-USE RELATED TO THE DESIGN,
DEVELOPMENT, PROBUCTION, STOCKPILING, OR USE OF CHEMICAL, BIQLOGICAL, OR NUCLEAR WEAPONS, OR MISSTLES,
WITHOUT THE PROPER APPROVAL OF THE UNITED STATES GOVERNMENT.

ATI-SRP DEFINES THE GRAIN ORIENTATION NOMENCLATURE A5 LONGITUDINAL (L) IS THE LENGTH, LONG TRANSVERSE (LT)
I8 THE WIDTH, AND SHORT TRANSVERSE (5T) IS5 THE THICKNESS OR GAUGE.

ATI SPECTALTY ROLLED PRODUCTS HAS COMPLIED WITH ALL PRODUCER REQUIREMENTS OF AS6279.

MATERIAL WAS SOLUTION ANNEALED AT 1300F (1038C) MINIMUM FOR A TIME COMMENSURATE WITH THICXNESS ANL
RAPIDLY COOLED WITH AIR AND WATER.

NO WELD REPAIRS.

emmmb”uzmmmeZCWmmmozswmwmmwOmeUGmHZDMOCPHHOzmQH<mZq2>me3mﬁhoUmCMFOmmomwOKUP%PH2ﬁbmrmmw-
2, 3, 5, ANU 6. THE PARTICULAR EQUATION USED WAS BASED ON MATERIAL TYPE AND MEASURED HARDNESS SCALE. PER

ASTM E140; THE CONVERSICN VALUES ARE ONLY APPROXIMATE AND MAY BFE INACCURATE FOR SPECIFIC APPLICATION.

PAGE 03 - CONTINUED ON PAGE 04 08/19/25 11:25:05
CONSIGNEE Plensa NOt6— This CONmgnmment was Inned over 10 WARNING .ﬂig‘#nsﬁsﬁ*lgga! The material and test results conform o the sales contract
camer o first class conditon, bong corractly loaded, a wivch tane | Sefety Data Sheets for fhis product are avaiiable on our and specification(s) as set forth in AT} 8, Rofled Products’ Order A iedg
ut responsibnkty fur oss of damage n shopment n?:.vtn For your D WwwA .com. A gh review of the .

[ please 38 K preives I sny shortage | gatety Data Sheet for the grade of material purchased shall
o damage s drscovered. have a tlk description made by —35 prior to with this gn!—nl_u-s .
ansporation ngent on waybill before signing & health g Bcn_au. d Noraen Deferran -

S, ger Quality, Ci Quaity
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PACKING LIST % CERTIFI
mvoﬁu.q Rolled Products

CUST ORD.NO & DATE CUST CODE FINISHING LOCATION SHIPPER NO PRODUGT CODE MiLL ORDER NUMBER DATE SHIPPED —
0238680-CIN l07/14/25 773553 <>zommanwe PA 1545115 Hwowowouomoooo 30-075-122 108/19/25
FORMS DISTRIBUTION ¢ BILL REPEAT PRI- GOV'T CONTRACT SHIPPING LOCATION INVOICE
SOLD _m:_v _ SPE _ M ORDER Eﬁm QRITY ‘ _ ) "
o= T0> - L823369 19679-0 170 1141 IVANDERGRIFT PA 1656372
SOLD TO PRIME SEC. SHIP TO
ROLLED ALLOYS INC DSO DSO ROLLED ALLOYS INC
PO BOX 310 10 4085 THUNDERBIRD LANE
TEMPERANCE MI 48182 FAIRFIELD OH 45014
GRADE CARRIER - COORDINATORS, INC.

"ATI 321" STAINLESS STEEL SHEET C R COILS ANNEALED 2D FIN 3 EDGE

EN 10204:2005 - ATI SPECIALTY ROLLED PRODUCTS IS APPROVED AS A MANUFACTURER ACCORDING TO PRESSURE
EQUIPMENT DIRECTIVE PED 2014/68/EU AND PRESSURE EQUIPMENT 3AFETY REGULATION 2015/1105(UK).

THIS CERTIFIED MATERIAL TEST REPCRT SHALL NOT BE REPRODUCED EXCEPT IN FULL. FEDERAL LAW PROHIBITS THE
RECORDING OF FALSE, FICTITIOUS, OR FRAUDULENT STATEMENTS OR ENTRIES ON THIS DOCUMENT AND MAY BE
PUNISHABLE AS A FELONY UNDER FEDERAL STATUTE. ATI SRP HOLDS SEVERAL QUALITY CERTIFICATIONS THAT INCLUDE
150-9001, AsS%10C, NADCAP, AND ISO/IEC 17025. MATERIAL WAS MANUFACTURED IN ACCORDANCE WITH THE ATI SRP
QUALITY MANUAL REVISION 35 DATED 01/02/2025. FOR THE TESTING SPECIFICATION USED IN THE ANALYSIS OF THIS
MATERIAL, PLEASE SEE THE SCOPE OF APPROVAL FOR NADCAP AND ISO/IEC 17025 FOR THE LABORATORIES. THE SCOPE
OF THE APPROVALS CAN BE FOUND AT WWW.ATIMATERIALS.COM

ATI SPECIALTY ROLLED PRODUCTS WORKS TO THE ROLLS ROYCE SABRE QUALITY MANAGEMENT SYSTEM REQUIREMENTS.
QUALITY SYSTEM CERTIFIED ACCORDING TO PRESSURE EQUIPMENT DIRECTIVE 2014/68/EU, ANNEX I, 4.3 BY TUV SUD,
INDUSTRIE SERVICE GMBH, (NOTIFIED BODY 0036) AND PRESSURE EQUIPMENT SAFETY REGULATION 2016/110%(UK),
SCHEDULE 2, PART.4,PARA.38 (8) & EN 764-5,PARA.4.2,TUV SUD BABT UNLIMITED.

MATERIAL TESTED AT ATI SPECIALTY ROLLED PRODUCTS GEAE S400 APPROVED FACILITIES (T1225): NATRONA HEIGHTS, PA
; BRACKENRIDGE, PA.

EN 10204:2005 3.1 CERTIFICATE.
TESTING WAS PERFORMED AT THE FOLLOWING LOCATIONS

BN = ATI SRP BRACKENRIDGE; 100 RIVER ROAD; ww&nwmszcon‘ PA 15014
AT1 SRP NATRONA HEIGHTS; 1300 PACIFIC AVENUE; NATRONA HEIGHTS, PA 15065

3
i

PAGE (4 - CONTINUED ON PAGE 05 08/19/25 11:25:05

CONSIGNEE Piease Note—This consignment was tumed over 1o WARNING ?gtngsxgeigﬁo azgagicﬁnﬂsﬂi!?ingg

carriar in first class condibon, loaded, at which time Data Sheots for this vaitable on our and specification(s) as set forth in ATI Speci. o
OUr 1a6pGI Rty for fc?gc@é%g;g Fot you So weew A 8”9”!.-3- review of the oo
tion please #x darrives. If any starlage | garoty Data Sheet for the grade of materisl purchased shal e“
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Al 6168-9 1221
NOTICE OF SHIPMENT/ F
PACKING LIST % CERTIFICATE OF TEST
mvwn.n_G Rolled Products

CUST ORD.NO & DATE CUST. CODE ” FINISHING LOCATION SHIPPER NO. PRODUCT CODE MiLl. ORDER NUMBER DATE SHIPPED
0238680-CIN 1 07/14/258 7735523 A\?Z_umwmxmmé~ PA 1545115 wwoonowomooao 30-075-122 108/19/2
FORMS DISTRIBUTION .#um! GOV'T CONTRACT SHIPPING LOCATION INVOICE
SOLD _ _m:._u mvmn_ _ MG BILL o&?_ _ *
[{hald {he - 1823369 wmoqm 0 1141 IVANDERGRIFPT _mﬁ 656372
SOLD TO PRIME ,um.ﬂ. SHIP TO
ROLLED ALLOYS INC DSO DSO ROLLED ALLOYS INC
PO BOX 310 10 4085 THUNDERBIRD LANE
TEMPERANCE MI 48182 FAIRFIELD OH 45014
GRADE CARRIER - COORDINATOKS, INT.
"ATI 321" STAINLE3S STEEL SHEET C R CCOILS ANNEALED 2D FIN 3 EDGE
L FOR ACCESS TO ONLINE CERTIFICATES OF TEST >»>>w>>b>>>»
CLLLLLLL REGISTER AT MYATI.ATIMETALS.COM P
e o
- PMI VERIFIED BY:
B Y S P 2
f AT o

RA TRADES ) ,\\W%QQN.A;,

PAGE 05 - FINAL PAGE. 08/19/25 11:25:05
CONSIGNEE Piease Note—This was tumed over tc WARNING The sbove is a true copy of data on file. qi%ig.gxuogg?ggg.
cames i first class conditon, being correctly loaded, al which bme Batoty Data Shoets for this product are avallable on our and specification(s) as set forth in ATI 8| y Rolled

out responsiity for loss or damoage in shipment ceased. Fot your

website, www ATimetais.com. A thorough review of the i
rolection plesse examme shipment aa f arvws | any shortage al-:ouvuv!a.clﬂ&-ia-.!r.gg;i
o damage s discoveted. have 8 fub descripion made by prior to g with this prod !&-._-l-a.
transportation agent on waybeh bafore sigreng - heaith must be za:x! cic:i.




